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Fig. a:   Chrome surface, first a-scan peak
    Frequency: 25 MHz, Image width: 30 mm

Chrome adherence on metal

Fig. b:   Interface between Chrome and metal, a delamination is visible
    Frequency: 25 MHz, Image width: 36 mm




